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Abstract: Lignohumate, as an industrially produced analog of natural humic substances, is studied
from the point of view of its diffusion properties. This work focuses on its permeation ability,
important in agricultural and horticultural applications, connected with its penetration into plant
organs as leaves and roots. The hydrogel based on agarose was used as a model material for the
diffusion of lignohumate. Two types of experiments were realized: the diffusion of lignohumate
in the hydrogel diffusion couple and the diffusion of lignohumate from its solution into hydrogel.
The diffusion coefficient of lignohumate in the hydrogel was determined and used for the modelling of
the time development of concentration profiles. It was found that the model agrees with experimental
data for short times but an accumulation of lignohumate in front of the interface between donor and
acceptor hydrogels was observed after several days. The particle size distribution of lignohumate
and changes in the E4 /E6 ratio used as an indicator of molecular weight of humic substances
were determined. The results showed that the supramolecular structure of lignohumate can react
sensitively to actual changes in its environs and thus affect their mobility and permeability into
different materials. A filtration effect at the interface can be observed as an accompanying phenomenon
of the re-arrangement in the lignohumate secondary structure.
Keywords: lignohumate; supramolecular nature; diffusion; spreading; hydrogel

1. Introduction
Lignohumate is an industrially produced analog of natural humic substances, produced by thermal
processing of technical lignosulfonate, which is based on the oxidation and hydrolytic destruction of
lignin-containing raw material [1,2]. It can promote plant growth and therefore it is widely used for
agricultural and horticultural purposes [2–8]. It was found that its application can reduce leaching of
nitrogen into the soil solution [2], reduce the toxic effect of pesticides, improve the nitrogen balance of
soils, increase the basal respiration of the soil, and has a positive effect on soil biological activity [9].
Lignohumate together with other humic and humic-like substances has a complex conformational
arrangement and can be perceived as supramolecular structures, the functioning of which is determined
by the composition, size of molecular units, and weak intermolecular forces [10]. A major aspect of
the supramolecular arrangement is its stabilization by weak dispersion forces, where hydrophobic
and hydrogen bonds are responsible for their apparent large molecular size [11]. In solutions, humic
and humic-like substances can be micelle-like, supra-molecular assemblies of small entities and their
secondary structure can change significantly with changing concentration and pH [12–21]. In soils,
humic substances are spatially arranged in decreasing order of polarity. This means that highly polar
supramolecular subunits shield less polar subunits against the free soil solution and form layers of
decreasing polarity [22].
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Initially, the term “lignohumate” was characterized by Springer [23] as the humic material
with lower ripeness and nitrogen content and a relatively high proportion of sulfonic acidic groups
(as distinguished from the “true” soil humic material). Lignohumate has structure and properties
similar to humic substances isolated from native matrices. During its production, the lignosulfonate is
transformed into a humic-like material (by means of a higher temperature and pressure). Chemical
changes ongoing in the transformation are similar to the humification of plant litter in nature [2].
The final product (lignohumate) usually has a lower nitrogen content and higher content of sulfonic
acidic groups as well as other O-containing groups (hydroxyl, carbonyl, carboxyl, ether and ester ones)
in comparison with humic substances isolated from peat, soils, and sediments. In comparison with
native humic substances, the lignohumate can be characterized by the presence of simple structural
components of wide molecular heterogeneity, smaller molecular size and weight [2,24].
Present studies of lignohumate are focused mainly on its agricultural and horticultural
applications [2–8]; therefore, studies dealing with its structural characterization and other properties
are relatively scarce. Some works [2,24] used chemical (elemental analysis) and spectral (UV/VIS,
FT-IR nad 13 C-NMR) methods for the characterization of lignohumate and its comparison with
humic material extracted from different natural matrices. The diffusion of lignohumate through plant
cuticles was studied in our previous work [8]. The cuticle was placed between two cuvettes filled
by agarose hydrogels. The donor hydrogel was enriched by lignohumate, the acceptor hydrogels
was prepared without it (i.e., with zero initial concentration of lignohumate), and the transport of
lignohumate through cuticle was monitored. This work is focused on the intrinsic diffusion in the
hydrogels. The diffusion couple was assembled by means of the donor and acceptor hydrogels, but no
cuticle was placed between them and both hydrogels were in immediate contact at the interface.
In consideration of the heterogeneous structure of lignohumate [1,2,24] and unusual results obtained
for transport properties of agarose hydrogels containing humic substances [25], the diffusion of
lignohumate in agarose hydrogels should be investigated in detail. If the diffusion is realized in the
two hydrogels, the lignohumate has a concentration gradient in both parts (donor and acceptor).
In contrast, the solution can be stirred, therefore it has no concentration gradient in the donor solution.
Therefore, the diffusion of lignohumate from its aqueous solution into agarose hydrogel was also
investigated in this work.
2. Results and Discussion
The first experimental task was to determine the diffusion coefficient of lignohumate in the
agarose hydrogel on the basis of experimental data obtained for the diffusion couple described
above. If the couple is composed of hydrogels of the same nature, differing only in the lignohumate
content, the diffusion coefficient should be the same in both parts of couple—the donor and acceptor
hydrogels—in conditions in which the diffusion coefficient in not dependent on the concentration of
diffusing particles [26–28]. Mathematical description of diffusion in the diffusion couple is relatively easy.
Before the start of diffusion, the donor hydrogel has a constant concentration of lignohumate c0 in the
whole cuvette volume, whereas its concentration in the acceptor hydrogel is zero. If both parts of the
diffusion couple can be considered as semi-infinite mediums (meaning that the concentrations on the
outside borders of the couple are constant and do not change in time during diffusion), the solution of
second Fick law is [26–28]
1
x
cx,t = c0 er f c √
,
(1)
2
2 Dh t
where cx,t is the concentration of lignohumate at position x in time t and Dh is the effective diffusion
coefficient of lignohumate in hydrogel. It can be seen that the concentration of the diffused component
on the interface (ci ) is time independent and equal to c0 /2.
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No effect of concentration and ionic strength was observed. Lead and Wilkinson [32] used the same
values. No effect of concentration and ionic strength was observed. Lead and Wilkinson [32] used the
method for the determination of diffusion coefficients of different humic substances in water and
agarose hydrogel. In general, their results were in the range of (1.9–2.3) × 10−10 m2/s for all samples
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Figure 3. Concentration profiles of lignohumate in agarose hydrogel after two (a) and ten (b) days.
Figure 3. Concentration profiles of lignohumate in agarose hydrogel after two (a) and ten (b) days.
The blue points belong to the donor hydrogel (distance
Figure 3 x < 0), the red points belong to the acceptor
The blue points belong to the donor hydrogel (distance x < 0), the red points belong to the acceptor
hydrogel (distance x > 0).
hydrogel (distance x > 0).
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In the case of globular particles, their diffusion coefficient decreases with the square of diameter:
D = kB T/(6πηr).

(3)

where D is the diffusion coefficient (equal to Dh in hydrogel and to Ds in solution), kB is the
Boltzmann constant, T is the temperature, η is the viscosity of the medium and r is the diameter of the
diffusing particle [26,27,36]. The re-arrangement (e.g., aggregation and destruction of weak bonds in
supramolecular structure of lignohumate) can result in changes in the size of particles, their mobility
and the potential accessibility of active sites for other constituents in present natural systems.
As can be seen in Figure 6, the E4 /E6 ratio of lignohumate in the hydrogel changes with the position
in the diffusion couple. The values of absorbance in the acceptor hydrogel for distances >20 mm
were too low, and therefore the E4 /E6 ratio was not calculated for these distances from the interface.
If we compare Figures 3 and 6, we can see that the increase in lignohumate concentration in the donor
hydrogel is connected with the decrease in the E4 /E6 ratio. This means that bigger particles cumulated
in front of the interface and can pass through it only with difficulty. Simultaneously, the donor hydrogel
is deprived of smaller particles diffused through the interface into the acceptor hydrogel, which caused
the increase in the E4 /E6 ratio past the interface. Changes observed in particle size distributions during
the diffusion can result in changes in lignohumate molecular organization. Smaller particles are leaving
the donor hydrogel and the bigger particles accumulate in front of the interface. If smaller particles
were constituents of the supramolecular structure of lignohumate and disappeared from the donor
hydrogel, the remaining bigger particles accumulated in a relatively thin layer re-arranged and a new
spatial organization of present particles can be established. New bonds between particles can form
and others are destroyed. The supramolecular structure changes are dependent on the amount and
composition of the present particles.

Figure 6. E4 /E6 ratio in agarose hydrogel after two (a) and ten (b) days. The blue points belong to the
Figure 6
donor hydrogel (distance x < 0), while the red points belong to the acceptor hydrogel (distance x > 0).
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lignohumate can influence its molecular organization. The secondary structure of lignohumate is thus
sensitive to its concentration and the medium in which it is located. The particle size distribution and
the E4 /E6 ratio can change with the position in hydrogel as a result of proceeding diffusion, different
mobilities of particles, their content in a given locality, etc. Therefore, the supramolecular structure of
lignohumate can react sensitively on actual changes in the lignohumate arrangement and surrounding
medium, which can affect their mobility and permeability into different materials. As mentioned above,
the lignohumate is frequently used in agricultural and horticultural applications. Nowadays, foliar
applications of fertilizers and bio-stimulants complement standard root fertilization [8,43]. Diffusion
processes play an important role in both methods of fertilization because the application of fertilizers
is connected with the penetration into plant organs such as leaves and roots. The supramolecular
structure of lignohumate and its ability regarding structural re-arrangement thus can influence its
mobility and permeability into plants.
3. Materials and Methods
3.1. Chemicals
Agarose (AG; routine use class; CAS 9012-36-6) was purchased from Sigma-Aldrich (St. Luis,
MO, USA). Lignohumate A was kindly provided by Amagro (Prague, Czech Republic). It represents
a commercial mixture of humates and fulvates prepared by thermal conversion of technical
lignosulfonates under strictly controlled conditions [1,2,44]. Its main characteristics, such as elemental
composition and structural features, can be found in refs. [1,8,24].
The particle size distribution and zeta potential of lignohumate in water (0.005–10 g·dm−3 )
were measured by means of a Zetasizer Nano ZS with backscattering detection (Malvern Instruments Ltd.,
Worcestershire, UK) The diameter of particles was calculated by means of the Z-average function (based on
the Stokes-Einstein equation, assuming particles to be spherical) [29,40,45,46].
3.2. Preparation of Hydrogels
The method of preparation of hydrogels was described in detail in our previous studies [8,14,25,36].
The preparation of hydrogels was based on the thermo-reversible gelation of AG aqueous solution.
AG was dissolved in deionized water or in an aqueous solution of lignohumate, then heated (80 ◦ C)
and stirred to obtain a transparent solution, and finally sonicated to remove gases. Afterwards, the
solution was poured into the PMMA spectrophotometric cuvette (inner dimensions: 10 × 10 × 45 mm).
The donor hydrogel for diffusion couple was prepared from 1% wt. AG solution containing 0.1% wt.
of lignohumate. The acceptor hydrogel was prepared using 1% wt. AG solution (free of lignohumate).
The pure agarose hydrogel prepared in the same way as the acceptor one was also used for the diffusion
experiments monitoring the transport of lignohumate from its aqueous solution (0.1% wt.).
The size of pores in agarose hydrogel was determined by the spectrophotometric method published
by Aymard et al. [35]. The average diameter of pores was determined as 0.36 µm [36].
3.3. Diffusion Experiments
Two types of diffusion experiments were realized. The first one was the diffusion of lignohumate
in the diffusion couple formed by the donor and acceptor hydrogels, while the second one was the
diffusion of lignohumate from its solution into the hydrogel.
3.3.1. Diffusion Couple
The diffusion couple was realized by connecting two cuvettes filled by agarose hydrogels, as
described in ref. [8]. The donor hydrogel contained homogeneously dispersed lignohumate (0.1% wt.),
and the acceptor hydrogel was prepared as a pure one without lignohumate. During the diffusion
experiments, all the diffusion couples were placed in a closed container above water level (in order to
maintain constant humidity of the surroundings). Experimental conditions (relative humidity 100%,
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temperature 25 ◦ C) were held constant during the whole experimental period. The diffusion from the
donor into the acceptor part of couple was monitored in time. The concentration profiles of lignohumate
in both hydrogels were determined by means of UV/VIS spectrometry (Varian Cary 50 UV/VIS
spectrophotometer, Agilent Technologies Inc., Santa Clara, CA, USA). The spectra were measured at
various distances from the interface by means of the spectrophotometer equipped with the special
accessory providing controlled fine vertical movement of the cuvette in the spectrophotometer [8,25,47].
The collected spectra (at different positions in hydrogels) were used for the calculation of the
concentration profiles of lignohumate in the diffusion couple. The diffusion fluxes were determined as
the amount of lignohumate transported from the donor hydrogel into the acceptor hydrogel through
the interface (per unit of area). These diffusion experiments were performed with ten repetitions and
data are presented as average values with standard deviation bars.
3.3.2. Diffusion from Solution into Hydrogel
The diffusion from the lignohumate solutions into the pure agarose hydrogel was realized by the
following experimental arrangement. Ten cuvettes with agarose hydrogels (without lignohumate)
were placed into five vessels filled by the solution of lignohumate (two cuvettes in 100 cm3 ). The initial
concentration of lignohumate in solution was 0.1% wt. The solutions in vessels were stirred continuously
(250 rpm). The decrease in the concentration of lignohumate in the solution was measured over time by
means of UV/VIS spectrometer Hitachi U3900H (Hitachi, Tokyo, Japan). The concentration profiles in
hydrogels were determined by the same method as in the case of the diffusion couple (described above).
All experiments were performed at laboratory temperature (25 ◦ C). Data are presented as average
values with standard deviation bars.
4. Conclusions
In this study, the diffusion properties of lignohumate were studied in relation to its supramolecular
character. The lignohumate, similarly to natural humic substances, contains particles with different
sizes and shapes influencing their mobility and permeability into different materials. Since smaller
particles are faster than bigger ones, their distribution in hydrogels changes with the distance from
interface as well as with time of diffusion. The change in particle size distribution can result in the
re-arrangement of secondary structure of lignohumate. The accumulation of bigger humic particles
was observed in the donor hydrogel of diffusion couple, in spite of the fact that measured particle
sizes were sufficiently small in comparison with pore sizes in the hydrogel. The re-arrangement of
the lignohumate secondary structure as a result of the depletion of small particles can support the
aggregation of lignohumate connected with the loss of its mobility. This phenomenon can affect the
penetration of lignohumate into plant organs in its use for agricultural and horticultural purposes,
its potential sedimentation, and in the decrease in active sites accessible for other substances in natural
systems. In contrast, the destruction of weak bonds in the supramolecular structure of lignohumate
can result in the formation of smaller particles with higher mobility. New bonds between particles
can form and others are destroyed. The supramolecular structure changes are thus dependent on the
amount and size distribution of lignohumate, its distance from the interface, and time. Our results
show that the supramolecular structure of lignohumate can react sensitively on actual changes in its
environs and thus affect their mobility and permeability into the hydrogel.
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