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Abstract. Using the idea of wave manipulation via coordi-
nate transformation, we demonstrate the design of novel 
antenna concepts. The manipulation is enabled by com-
posite metamaterials that realize the space coordinate 
transformation. We present the design, realization and 
characterization of three types of antennas: a directive, 
a steered beam and a quasi-isotropic one. Numerical simu-
lations together with experimental measurements are per-
formed in order to validate the concept. Near-field carto-
graphy and far-field pattern measurements performed on 
a fabricated prototype agree qualitatively with Finite Ele-
ment Method (FEM) simulations. It is shown that a par-
ticular radiation can be transformed at ease into a desired 
one by modifying the electromagnetic properties of the 
space around it. This idea can find various applications in 
novel antenna design techniques for aeronautical, tele-
communication and transport domains. 
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1. Introduction 
Metamaterials have recently attracted considerable 

interests because of their capabilities which go beyond 
conventional materials and because of their applications in 
novel class coordinate transformation (also called trans-
formation optics or in a more general way transformation 
electromagnetics) based devices. The concept of transfor-
mation electromagnetics was first proposed by J. B. Pendry 
[1] and U. Leonhardt [2] in 2006. It is a powerful mathe-
matical tool used to generate a new transformed space from 
an initial one where solutions of Maxwell’s equations are 
known by manipulating electromagnetic waves. It provides 
the conceptual design of novel, and otherwise unattainable, 
electromagnetic and optical devices by controlling the 
paths of wave propagation. The first example of this 
successful merging was the design and experimental 
characterization of an invisibility cloak in 2006 [3]. Other 
interesting wave manipulation applications such as wave 

concentrators [4], field rotators [5], electromagnetic worm-
holes [6], waveguide transitions and bends [7-11] have also 
been proposed. Concerning antenna applications, focusing 
lens antennas [12-14] and the engineering of radiation 
patterns [15] have been proposed. The performances of 
an omnidirectional retroreflector [16] based on the trans-
mutation of singularities [17] and Luneberg lenses [18] 
have also been experimentally demonstrated. An octave-
bandwidth horn antenna has experimentally validated for 
satellite communications [19].  

Recent techniques of source transformation [20-22] 
have offered new opportunities for the design of active 
devices with source distribution included in the trans-
formed space. This approach has led us to design an ultra-
directive emission by stretching a source into an extended 
coherent radiator [23-25]. The design has been imple-
mented through the use of judiciously engineered meta-
materials and the device is shown experimentally to 
produce an ultra-directive emission. This idea has been 
extended to a second device, a wave bending one, so as to 
achieve a steered beam antenna via a rotational coordinate 
transformation [26]. Experimental measurements have 
shown a beam steering as much as 66°. Finally, a quasi-
isotropic emission is numerically designed from a directive 
source by performing a space expansion [27].  

2. Directive Antenna 
The design of the directive antenna is based on the 

transformation of a cylindrical space into a rectangular one. 
The schematic principle of the transformation is presented 
in Fig. 1(a). The theoretical underlying physics of the 
transformation involved here has been detailed recently in 
[23]. The concept is as follows: the imagined space of our 
proposed antenna is obtained by transforming a flat iso-
tropic cylindrical half-space with zero Riemann curvature 
tensor described in polar coordinates {r, } into a flat 
space in squeezed Cartesian coordinates. x’, y’ and z’ are 
the coordinates in the virtual transformed rectangular space 
and x, y, z are those in the initial real cylindrical space. In 
the theoretical study of [23], we have shown that the coor-
dinate transformation can be implemented by a material 
obeying the tensors: 
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where  represents the permittivity or permeability tensor 
and g the metric tensor of our designed space. The material 
must then be able to produce the following dielectric 
tensors presenting no non-diagonal components:  
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diameter of the initial cylindrical space and e and L, 
respectively the width and length of the rectangular target 
space.  

 
(a) 

 
(b) 

Fig. 1. (a) Transformation of a cylindrical space into a rectan-
gular one. (b) Continuous (continuous lines) and dis-
cretized (dashed lines) variations of permeability and 
permittivity of the material. 

For a practical implementation using metamaterials, 
the dimensions of the semi-cylindrical space is set so that 
 = 4 in order to obtain achievable values for the electro-
magnetic parameters. Additional simplification arises from 
the choice of the polarization of the emitted wave. Here, 
we consider a polarized electromagnetic wave with 
an electric field pointing in the z-direction, which allows 
modifying the dispersion equation in order to simplify the 

electromagnetic parameters without changing Maxwell’s 
equations and propagation in the structure. This leads to 
a metamaterial which is described with e = 0.15 m and 
L = 0.05 m by:  

 1xx  ; 
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Discrete values are then created for the desired varia-
tion of yy and zz to secure a practical realization produc-
ing experimental performances close to theory, as illus-
trated in Fig. 1(b). Fig. 2 shows a photography of the 
fabricated prototype. A microstrip square patch antenna 
printed on a 0.787 mm thick low-loss dielectric substrate 
(Rogers RT/Duroid 5870TM with 17.5 µm copper clad-
ding, r = 2.33 and tan = 0.0012) is used as radiating 
source. A surrounding material made of alternating electric 
metamaterial and magnetic metamaterial layers transforms 
the isotropic emission of the patch antenna into a directive 
one. The metamaterial is a discrete structure composed of 
five different regions where permittivity and permeability 
vary according to (3) and to the profile of Fig. 1(b). 

 
Fig. 2. Photography of the structure of the antenna. The 

inserts show the permittivity (left) and the permeability 
(right) layers of the material. 

The axial permittivity zz and permeability yy show 
respectively values ranging from 0.12 to 4.15 and from 
1.58 to 15.3. The bulk metamaterial is assembled using 56 
layers of dielectric boards on which subwavelength reso-
nant structures are printed. 28 layers contain split ring 
resonators (SRRs) [28] and 28 others contain electric-LC 
resonators (ELCs) [29], shown by the insets of Fig. 2. Such 
structures are known to provide respectively a magnetic 
and an electric response. Each layer is made of 5 regions of 
metamaterials corresponding to the discretized values of 
Fig. 1(b). Because of constraints of the layout, we choose 
a rectangular unit cell with dimensions 3.333 mm for both 
resonators. The layout consists of 5 regions, each of which 
is three unit cells long (10 mm). We are able to obtain the 
desired yy and zz by tuning the resonators’ geometric 
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parameters. Details concerning the SRR and ELC resona-
tors are given in Fig. 3. The resonators are simulated using 
finite-element method based Ansys HFSS commercial code 
in the [8 GHz – 15 GHz] frequency band. The effective 
material parameters yy and zz are then retrieved from the 
calculated S-parameters, through the use of a retrieval 
process described in [30]. yy and zz are respectively 
shown in Fig. 4(a) and 4(b). The insets of Fig. 4 show the 
variation of the two material parameters in the vicinity of 
10 GHz. 

 
Fig. 3. Unit cell of the SRR used as magnetic material and of 

the ELC used as electric material. The tables summa-
rize the dimensions of these two metamaterial cells to 
achieve the different values of the electromagnetic pa-
rameters needed for the transformation. 

 
(a) 

 
(b) 

Fig. 4. (a) Magnetic response of the SRR for the 5 regions.  
(b) Electric response of the ELC for the 5 regions. 

The layers are mounted 2 by 2 with a constant air 
spacing of 2.2 mm between each. Overall dimensions of 
our antenna are 15 cm x 15 cm x 5 cm. The E-plane radia-
tion patterns have been measured and compared to the 
calculated ones at 10.6 GHz (Fig. 5). The metamaterial-
based antenna is used as emitter and a wideband [2 GHz to 
18 GHz] is used as receiver. A good agreement is ob-
served. The transformation of the patch’s omnidirectional 
radiation into a directive is clearly established. A narrow 
half-power beamwidth of 13° is observed for the measured 
antenna. These performances are competitive with classical 
high directivity antennas such as parabolic reflector 
antennas. 

 
Fig. 5. (a) Calculated and (b) measured radiation pattern at 

10.6 GHz of the proposed metamaterial antenna (blue) 
and the microstrip patch radiator alone (red). 

3. Steered Beam Antenna 
In this section, we propose a two-dimensional coordi-

nate transformation, which transforms the vertical radiation 
of a plane source into a directive azimuthal emission. Let 
us consider a source radiating in a rectangular space. Theo-
retically this radiation emitted from the latter source can be 
transformed into an azimuthal one using transformation 
optics. The transformation procedure is noted F(x’,y’) and 
consists in bending the emission. Fig. 6 shows the working 
principle of this rotational coordinate transformation. 
Mathematically, F(x’,y’) can be expressed as [26]: 
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where x’, y’, and z’ are the coordinates in the bent space, 
and x, y and z are those in the initial rectangular space. In 
the initial space, we assume free space. L2-L1 and L are 
respectively the width and the length of the rectangular 
space. The rotational transformation of Fig. 6 is defined by 
a considered as an “expansion” parameter and b which 
controls the rotation angle of the transformation F(x’,y’). 

 
Fig. 6. Schematic illustration of the 2D transformation:  

(a) Initial rectangular space, (b) transformed space. 

By substituting the new coordinate system in the 
tensor components, and after some simplifications, the 
material parameters are derived in the diagonal base: 
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Fig. 7 shows the variation of the different components 
of the permeability and the permittivity tensor of the 
metamaterial structure. The geometrical dimensions are as 
follows: the width of the source is taken to be 5 cm, and 
the internal and external radius of the metamaterial struc-
ture is respectively 5 cm and 10 cm. The working fre-
quency is set to 10 GHz. 

After diagonalization, calculations lead to permeabil-
ity and permittivity tensors given in the diagonal base by:  
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Fig. 7. Variation of the permittivity tensor components:  

(a) xx, (b) xy, (c) yy, (d) zz. 

The transformation formulation is implemented using 
FEM method based commercial solver Comsol Mul-
tiphysics. Fig. 8 shows the comparison of 2D simulations 
between a plane source made of current lines in yz plane 
above a limited metallic ground plane (Fig. 8(a)) and the 
same source surrounded by a metamaterial defined by (7), 
Fig. 8(b). Fig. 8(c) and 8(d) show respectively the far-field 
patterns of the plane source without and with the metama-
terial structure. The left shift of the peak corresponds to 
a rotation of 76° of the emitted radiation. 

For a physical prototype fabrication, we need to sim-
plify the calculated material parameters through a parame-
ter reduction procedure. We therefore set a polarization of 
the electromagnetic field such that the magnetic field is 
along the z-direction. In this case, the relevant electromag-
netic parameters are µzz,  and rr. We maintain  and 
µzz constant and hence the new set of coordinates is given 
by (8): 
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Fig. 8. (a)-(b) Calculated emission of a plane current source 

above a limited metallic ground plane without and with 
the metamaterial structure. (c)-(d) Calculated normal-
ized far field of the antenna without and with metama-
terial. A 76° rotation of the radiation is clearly ob-
served. 

Setting physical parameter b = 6 allows an optimiza-
tion of the material parameter rr. The continuous profile of 
the different parameters is presented in Fig. 9(a). The fab-
ricated prototype is considered to be composed of 30 iden-
tical layers where each layer is divided in 10 unit cells as 
illustrated in Fig. 9(b). The cells are composed of respec-
tively SRRs [28] and ELCs [29] to secure µzz and rr.  is 
produced by a host medium, which is a commercially 
available resin. The meta-atoms are designed on 
a 0.787 mm thick low loss (tan = 0.0013) RO3003TM di-
electric substrate. We choose a rectangular unit cell with 
dimensions 5 mm for the resonators. We are able to obtain 
the desired zz and μyy by tuning the resonators’ geometric 
parameters. The 10 cells presented in Fig. 9(c) are designed 
to constitute the discrete variation of rr. Tab. 1 summarizes 
the corresponding electromagnetic parameters of the cells. 
 

Layer ri (mm) Li (mm) zz rr 
1 52.5 2.75 1.7 5.8 
2 57.5 3.01 1.7 4.84 
3 62.5 3.27 1.7 4.1 
4 67.5 3.53 1.7 3.5 
5 72.5 3.8 1.7 3.04 
6 77.5 4.06 1.7 2.66 
7 82.5 4.32 1.7 2.35 
8 87.5 4.58 1.7 2.09 
9 92.5 4.84 1.7 1.87 
10 97.5 5.1 1.7 1.68 

Tab. 1. Electromagnetic parameters zz, and rr for the 10 cells 
of the metamaterial layers. The length L of each cell is 
given as a function of its position along the layer. 

For numerical verifications of the proposed device 
performances, a microstrip patch antenna presenting 
a quasi-omnidirectional radiation is used as the feeding 
source of the metamaterial antenna. This patch source is 
optimized for a 10 GHz operation. A 3D simulation of the 
patch antenna and the layered metamaterial is performed 

using ANSYS commercial electromagnetic solver HFSS as 
illustrated in Fig. 10(a). Fig. 10(b) shows the calculated 
energy distribution in the middle plane of the layered 
metamaterial structure. We shall note that the latter struc-
ture firstly transforms the quasi-omnidirectional radiation 
of the patch source into a directive one and also maintains 
this highly directive emission after the 76° rotation. 

 
Fig. 9. (a) Profile of the material parameters. (b) Single meta-

material layer composed of 10 unit cells providing the 
material parameters necessary for the coordinate trans-
formation. (c) Front and rear view of the metamaterial 
cells. 

 
Fig. 10. (a) Simulated design consisting of 30 metamaterial 

layers each composed of 10 cells. (b) Calculated 
energy distribution at 10 GHz. 
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For the fabrication of the device, a microstrip square 
patch antenna printed on a 1 mm thick epoxy dielectric 
substrate (r = 3.9 and tan = 0.02) is used as radiating 
source. The metamaterial is a discrete structure composed 
of 10 different regions where permittivity and permeability 
vary according to (8) and to the values of Tab. 1. The bulk 
metamaterial is assembled using 30 layers of RO3003TM 
dielectric boards on which subwavelength resonant struc-
tures are printed. The layers are mounted 1 by 1 in 
a molded matrix with a constant angle of 3° between each. 
A commercially available liquid resin is then flowed into 
the mold. This resin constitutes the host medium and is 
an important design parameter which is closely linked to 
. Its measured permittivity is close to 2.8. The mold is 
then removed after solidification of the resin. 

To validate experimentally the fabricated steered di-
rective emission device shown in Fig. 11(a), S11 parameter 
measurements are first performed and compared with the 
HFSS-simulated one in Fig. 11(b). A good agreement can 
be observed and return losses reaching 18 dB is observed 
experimentally at 10.3 GHz compared to 15 dB calculated. 
This quantity is further compared with that of the feeding 
patch antenna alone. A better matching can be clearly ob-
served for the metamaterial antenna. The E-plane far-field 
radiation pattern of the metamaterial antenna is measured 
in a fully anechoic chamber. Measurements are performed 
for computer-controlled elevation angle varying from -90° 
to +90°. The measured far-field radiation pattern is pre-
sented for the metamaterial device (Fig. 11(c)). From the 
experiments, we can clearly observe the transformation of 
the omni-directional far-field radiation of the patch antenna 
into a directive one which is further bent at an angle of 66°, 
which is consistent to the 76° predicted by numerical 
simulations. The difference in bending angle is due to the 
fabrication tolerances of the meta-atoms providing the 
gradient radial permittivity and to the positioning of the 
patch source. 

4. Isotropic Antenna 
Conversely to the previous sections where we dealt 

with directive beams obtained from omnidirectional 
sources, here we focus our attention on how coordinate 
transformation can be applied to transform directive emis-
sions into isotropic ones. An intuitive schematic principle 
to illustrate the proposed method is presented in Fig. 12. 
Let us consider a source radiating in a circular space as 
shown in Fig. 12(a) and a circular region bounded by the 
blue circle around this source limits the radiation zone. The 
“space stretching” coordinate transformation consists in 
stretching exponentially the central zone of this delimited 
circular region represented by the red circle as illustrated in 
Fig. 12(b). 

The expansion procedure is further followed by 
a compression of the annular region formed between the 
red and blue circles so as to secure a good impedance 
matching with free space. Fig. 12(c) summarizes the expo- 

 
Fig. 11. (a) Photography of the fabricated metamaterial-based 

prototype. (b) Simulated and measured S11 parameter 
of the patch source alone and the metamaterial an-
tenna. (c) Far-field E-plane radiation patterns of the 
patch source alone and of the metamaterial antenna. 

 
Fig. 12. (a) Initial space, (b) transformed space, (c) the blue 

curve shows the transformation rule made of an 
expansion followed by a compression. 
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nential form of our coordinate transformation. The diame-
ter of the transformed (generated metamaterial) circular 
medium is noted D. 

Mathematically this transformation is expressed as 
[27]: 
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where r’, ’, and z’ are the coordinates in the transformed 
cylindrical space, and r, , and z are those in the initial 
cylindrical space. In the initial space, we assume free 
space, with isotropic permittivity and permeability tensors 
0 and 0. Parameter q (in m-1) appearing in (9) must be 
negative in order to secure the impedance matching condi-
tion. This parameter is an expansion factor which can be 
physically viewed as to what extent space is expanded. 
A high (negative) value of q means a high expansion 
whereas a low (negative) value of q means a nearly zero 
expansion. 

Calculations lead to permeability and permittivity 
tensors given in the diagonal base by:  
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The components in the Cartesian coordinate system 
are calculated and are as follows:  
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By fixing the electric field directed along the z-axis 
and by adjusting the dispersion equation without changing 
propagation in the structure, the following reduced pa-
rameters can be obtained:  
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Fig. 13. Simulated electric field distribution for a TE wave po-

larization at 4 GHz. (a) Current plane source used as 
excitation for the transformation. The current direction 
is perpendicular to the plane of the figure; (b)-(d) Veri-
fication of the transformation for different values of 
expansion factor q. 

Fig. 13 presents simulations results of the source radi-
ating in the initial circular space at an operating frequency 
of 4 GHz for several values of q. The current direction of 
the source is supposed to be along the z-axis. Simulations 
are performed in a Transverse Electric (TE) mode with the 
electric field polarized along z-direction. The surface cur-
rent source is considered to have a width of 10 cm, which 
is greater than the 7.5 cm wavelength at 4 GHz. Radiation 
boundary conditions are placed around the calculation 
domain in order to plot the radiation properties. Continuity 
of the field is assured in the interior boundaries. As stated 
previously and verified from the different electric field 
distribution patterns, a high negative value of q leads to 
a quasi-perfect isotropic emission since the space expan-
sion is higher. This phenomenon can be clearly observed in 
Fig. 13(d) for q = -40 m-1. 

 
Fig. 14. (a) Far field radiation pattern of the emission with 

(q = -40 m-1) and without transformation. (b) Influence 
of the expansion parameter q on the proposed coordi-
nate transformation. The emitted radiation is more and 
more isotropic as q tends to high negative values. 
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The calculated far-field patterns are shown in 
Fig. 14(a). The source alone produces a directive emission 
and when it is surrounded by the judiciously engineered 
coordinate-transformation based metamaterial, an isotropic 
emission is produced. Fig. 14(b) shows the influence of 
parameter q on the space expansion in the coordinate trans-
formation. As q becomes highly negative, a greater space 
expansion is achieved. 

A possible prototype of our proposed transformation-
based isotropic device is presented in Fig. 15 where per-
meability and permittivity metamaterial layers are used to 
assure both  and zz gradient. Here the material is com-
posed of permittivity and permeability alternated layers 
disposed radially around the central directive antenna. 
These layers are made of metamaterials as for the directive 
antenna. 

 
Fig. 15. Schematic structure of the antenna. Schematic of 

a possible prototype with tailored permittivity and per-
meability values in a cylindrical configuration. 

5. Conclusion 
To summarize, recent techniques of source transfor-

mation have offered new opportunities for the design of 
radiating devices with source distribution included in the 
transformed space. This approach has led us to design 
an ultra-directive emission by stretching a source into 
an extended coherent radiator and also a quasi-isotropic 
emission from a directive source by space expansion. We 
have also designed a beam steerable antenna by using 
a rotational coordinate transformation. Experimental 
measurements performed on the directive and beam steer-
able antennas have shown concluding results, making these 
devices compatible for aeronautical and transport domains.  
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